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LINE PIPE API 5L X60M ACC TO IPS-M-PI-190-3 AP1 5L
45* PSL2 HFW BEVELED SOUR SERVICE BLACK
BASIC OXYGEN OR ELECTRIC FURNACE PROCESS
FULLY KILLED AND FINE GRAIN BEVELED FOR
WELDING AT AN ANGLE OF 730 DEGREES PLUS 5
DEGREES MINUS 0 DEGREE PIPE SUPPLIED BARE
AND UNOILED IN RANDOM LENGTH OF 12M. FROM
MIN 10M TOMAX 12.8M INLENGTH MINAVE 116 M
THAFY-0-47 - IN LENGTH WITH A MINIMUM OF 5% OF PIPES
BETWEEN 11 AND 12 2M IN LENGTH, COLOUR
CODING GREEN 2 IN (50MM) DAUB OF PAINT IN
INSIDE SURFACE AT BOTH ENDS WITH BEVEL
PROTECTOR PRODUCT INSPECTION SHALL BE DONE
BY APPROVED THIRD PARTY INSPECTOR
ACCORDING TO MPS/QCP-ITP WHICH APPROVED BY
CLIENT AND INSPECTION LEVEL IS |

20 IN OD & WT=0.53 MM , 117.15KG/'M
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